AW TA ProbuCT TESTING

Australian Wool Testing Authority Ltd — trading as AWTA Product Testing
A.B.N. 43 006 014 106
1st Floor, 191 Racecourse Road, Flemington, Victoria 3031
PO. Box 240, North Melbourne, Victoria 3051
Phone (03) 9371 2400 Fax (03) 9371 2499

TEST REPORT

CLIENT : NEW AGE VENEERS PTY LTD TEST NUMBER T-556153~EN

UNIT 11, 45-47 SALISBURY ROAD DATE : 12711/2007
HORNSBY NSW 2077

SAMPLE DESCRIPTION Nom: "New Age Veneer"
Laminated timber panels Colour: timber veneer
Nominal composition: New Age Veneer - reconstructed veneer
made up of veneer and Urea glue, 0.6mm thickness, 0.7kg/m2
Coating - Mirothane-PU-5545 Glue - Urea Board - Supawood FR
Approx total thickness: 12.5mm Approx total mass: 9.6 kg/m2

AS/NZS 3837:1998 Method of Test for Heat and Smoke Release Rates

for Materials and Products Using an Oxygen
Consumption Calorimeter

Results:—
Specimen
al. 2 3 Mean
Average Heat Release g
Rate 45.5 48.8 53k 2 491 kW/m2
Average Specific :
extinction area 66.:3 78.5 694 71.4 m2/kg

(according to Spec1f1cat10n C1.10 of the Building Code of Australla)

BCA Classification:-
Group Classification

2 ; 2 '
(according to Specification A2 4 of the Building Code of Australla)
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This document is issued in accordance with NATA's accreditation requirements. Samples, and their
identifying descriptions have been provided by the client unless otherwise stated. AWTA Ltd makes no
warranty, implied or otherwise, as to the source of the tested samples. The above test results relate only to the
sample or samples tested. This document shall not be reproduced except in full and shall be rendered void if
amended or altered. This document, the names AWTA Product Testing and AWTA Ltd may be used in
advertising providing the content and format of the advertisgment Rave been approved in advance by the
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